
 

Cestelli Guidi / Morelli  Method 

(cores without rebars) 
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This method is one of the first suggested. The estimated in situ concrete strength may be 
calculated from the core compressive strength, measured in lab, with the following formula : 

 

 

Where : 

fci,eq :  in situ equivalent strength of each concrete core (N/mm2) 

fc ,i : measured strength of each core  (N/mm2) 

 

CH/D : correction coeff. for height/diameter ratio of core (-)  

 F : core diameter (mm) 

 L : core height (mm) 

 

Cdir : correction coeff. for drilling direction vs concrete casting (-) 

 

Cd : correction coeff. for damage because of drilling (-) 
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