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This method takes into account different factors influencing the assessment of the in situ 
equivalent mean strength of concrete and the relative specified concrete strength suggesting to 
calculate them with following formulas : 

 

equivalent mean strength : 

 

Where : 

  in situ equivalent mean strength of concrete (N/mm2) 

fc ,i : measured strength of each core  (N/mm2) 

 

CL/Fc : correction coeff. for height/diameter ratio of core (-)  

 Fc : core diameter (mm) 

 L : core height (mm) 

 

Cdril : correction coeff. for damage because of drilling (-) 

 

 

Cdia : correction coeff. for damage because of drilling (-) 

  

 

 

specified concrete strength : 
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